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HL5001 Series
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(1) {R7ELTO;E==EIE Storage of the Products
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KDDL PAEBRIIRIE E DBEICED DB D FET,
COMREZ OIS Bcsd. HRmEMEBFNCHDHE (XN—F2 ) Z1To
fetT WRAVIT—FIADDIYUATIVERICTIVZESZR—b
ENEIYN—EOFERICTHELTED T T, REZHREICD
WCH. RE - AL TCOREICKDRE ST IVEEZRIT DD,
TEEDEBRBEPRHEZNTETOTEL.

*%Some packaging materials of LED chip lamps tend to absorb moisture.
When chip lamps are put into Soldering process with excess amount of
moisture, there are possibilities that the lamps may be deteriorated
greatly in their optical characteristics and/ or internal disconnections may
occur due to interfacial peelings or cracklings to be caused by steep
gasification of moisture. To avoid the above problems, the products were
packed into aluminum moisture-proof bags together with silica gel
(moisture absorbend) after backing.

In addition, please pay attention to the precautions and conditions below
upon receipt of the products.

OFEROMAFFEAEFE L. TNETOREIFRETRDIREETI0
TUT - 90%RHUTDOFTES CIT o TLIEZE L, FHBICH > TH.
FIT—% (RSARYIR) PIURFILEANCEHTRLEET
DIREEHELI T,

The moisture- proof bag shall be opened immediately before use of the
products and by that time the bags shall be kept unopened and stored
under the conditions of 30C-90%RH or less. It is recommended that the
bags are stored in desiccators or sealed containers with silica gel
(moisture absorbent) even before opening.

QRFRITEPODCHAMITMERERZT T UTTEW, e FHMITE
TOEEFSOTUT - B0%RHUTDFHER TIToTLIEEL,

The soldering work shall be completed promptly after opening the bags.
The soldering work shall be done under the conditions of 30C-60%RH or
less.

QOREEZEWMOH UIcBDIHERE. REZFEVEZDETO/. BIRE
TOFERDIEDHICTYNTIVER VT TDIRETY v II\—(CTEH
UIRELTTFEL,

The moisture-proof bags may be used again as storage containers when
some products are left unused after opening. Therefore the silica gel
(moisture absorbent) shall be left in the sealed bags until all the products
are consumed.

@FHEMFFTRT T TORICIERFIID S 2IHE . REOEREHIFE
TREEICIE. HEZERE LT EDOHTPICHEE F. HTFHER
ICRLTYYI—ICTLoD D EFHURELTTEL,

When the products are not soldered promptly after opening of the bags
because of interruption, non-usage etc., the unused products shall be
returned to the moisture-proof bags with the silica gel(moisture absorbent)
and the bags shall be sealed tightly.

GFFEOMERBPHTEILENEG ERZBZ DIHS(C(E. FERT
EREDRIICEN—F VI ZITOTTEW, Fe. BaRROIU DY
WADA Y IT—5 (FE) HRE - EEBZEILTVHHEE[CDON
TH. FERRICHEEMFEERIOBR—F VI ZTo>TLLEEL,
When the products are left under the conditions exceeding the figures on
the table right upper after opening of the bags, rebaking shall be done as
recommended in ® before soldering.

When the blue color of silica gel in the bags discolored or changed,
rebaking shall be done as well before soldering.

FERIRTZHIRE FAETD SHEH SN ERRE
Preservation period 5E TieDEEA (BERSNDEE)
KR befo;leu%ci:gsgg i Total hours from opening | Total hours exposed to
Stat . of the moisture-proof atmosphere
ate EoElLisIcoibas bag to completion of (Out of the
soldering (Floor life) moisture-proof bags)
S| SRR 1 68EF A A8BFELA
Hours Within the Warranty period | Less than 168 Hours Less than 48 Hours
" 30CUTF- {EERBFRIUSHSE 30CUF-
RERMF | 90%RHLIT BRLY RS BO%RHLIT
Stol_'a_ge 30T-90%RH or less The products to be put 30T-60%RH or less
conditions in the moisture-proof
bag outside soldering

x BEEI CRAEZB R c®¥R(E. TaeOBN—FV I ZiTo THiR
SHARDIEREBZITTEXT R Ao
No warranty will be extened beyond the original warranty period, even if
the moisture-proof bags are not opened within the original warranty period
and rebaking is done as in ® before soldering.

®O®BN—FJF. TERHETOWEELTTEL,
Recommended rebaking conditions are as follows.
RN SHENTEU—)LIKRET, 80+£5T - 20%RHUTDFHE

[P TA48~BOBFEIC TN—F 2V JUIBZIT > TFEL

The products on the reels without the moisture-proof bags shall be rebaked
under the atmosphere of 60T -20%RH or less for 48 to 60 hours.

SACKDEMB E =R Tesh. MFAHIFY —)LP T — T ICHEMEIR
FURZEMRIENTLEE L,

No stress shall be applied to the reels or tapes during rebaking process to
avoid their deformation.

HCKDT—TDEFLFLEICKDREERCKBEZELTHENS
B, BR—FVIFE—EDHEL. BFEE LRZEBREVEE
TIToTLIEELY,

This rebaking shall be done only once within the hours recommended above
as the heat may the change of tape quality which will affect mounting work.

NR—F VI BRDREEELF L. RAKFHNI0OCLUTOEERICRED
THS5IT2THEL,

The mounting of the products shall be done after the product body
temperature is cooled down below 30°C upon rebaking.

@BBED CHESNIERX v FUIBF. BREAHRZOFETAICES
N3 EEBEITZDHEDHDFET,
The silver plating on the leads may change in guality when the products are
exposed to corrosive gasses or similar atomosphere.

@EZHRETHO>TH. FYEEEELD S o IGE ICIEBHRRAICHS
BONELCFXIODCT. REGMOEEEEICHTERTFEL,
Steep temperature gradient may cause dew condensation even in the sealed
moisture-proof bags.

Therefore attention shall be paid to temperature control of storage areas as
well.

@FFERE. BNLY—ILEDDRDNZKEICK > TREEDELEDON
Fd. BORVBFICIEETSBED., BLEDPHIEYFEEZED
DIFEDBZDAFeD LIV T TFELY,

Airtightness of the moisture-proof bags may be deteriorated by tears, holes,
punctures and so on.

Therefore the bags must be handled with care not to fall or damage with
sharp or hard items.
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OHRIFERENFM L EC K D TFRUTRFICKRE T RIS D F T, T
[FEND Y bOMERLEF. RATBOREBOFEEAD NI OERED
KNEZEDFERELSEVBDZEREE FEL,

The products may generate substantial heat when used under certain

conditions. Accordingly the materials to mount shall be selected carefully
not to cause a fire or not to harm human bodies.

Safety Precautions



